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SPIDER CARACTERISTICAS Y FICHA TECNICA / SPECIFICATIONS AND TESTING SPIDER

La piel Spider, es una piel de aspecto envejecido Vintage, que deja ver las caracteristicas naturales evidenciando las marcas causadas
durante el proceso vital del animal del que procede / Spider is a vintage looking leather that reveals the authenticity of the leather by

SPIDTER

showing the natural markings incurred during the animal’s lifetime

Piel bovina / cowhide

Curticion realizada al cromo / Chrome tanned

Tintura pasante / Through dyed

Espesor: 0,9 - 1,0 mm / Thickness: 0.9 - 1.0 mm

Superficie media: 4 m? / Average size: 4 m?

Test Método de Ensayo Unidad de medida Valor minimo Valor obtenido
Test method Measurement unit Minimum value Obtained value
3,5 (si el valor de pH <
Determinacién del pH indice de diferencia EN 1SO 4045 H 4,0 ApH<0,7) 3,95 pH
Determination of pH value Difference Index P 3.5 (if pH value is < 4.0 0,3 ApH
ApH=0.7)
Resistencia al desgarro, valor medio y
Tearing strength, average value e b &l sl
Solidez del color al frote, %ecoS 30 cic;los 3 4/5
mediante ciclos de ida y vuelta EN SO YGRS Escala de Grises
Color fastness 11640 . : Grey scale
to cycles of to-and-fro rubbing Huvr‘z,?g% ggccll‘;:slos 3 3/4
: Solidez del color a la luz artificial Escala de Azules
Torfora Whisky Colour fastness to artificial light SO Blue scale ¢ 9
Solidez del color a |a gota de agua Escala de Grises
Colour fasteness to water drop AT Iy Grey scale E e
Resistencia a la flexién en seco Ciclos
Determination of dry flex resistance et Cycles U
Fuente de Ignicién 0 (cigarrillo) Pasa
Comportamiento frente al fuego 85 5852-1:79 Ignition source 0 (cigarette) Complies
Flammability Fuente de Ignicién 1 (cerilla) Pasa
Ignition source T (match) Complies

La experiencia nos dice que la mayoria de las reclamaciones por desperfectos en la piel, viene ocasionada por un mal cuidado y la
utilizacién de productos no aptos para la misma. La piel solo debe de ser tratada con limpiadores suministrados por el fabricante de
la piel (“Kit de Limpieza Nabuck Mariano Farrugia”) | Our experience tell us that most of claims for imperfections in leather are caused
by a poor maintainence and the use of inappropriate products for cleaning. The leather must be treated only with cleaners supplied by leather

Gris Antracita

manufacturers (Nabuck care kit of Mariano Farrugia)






